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Figure S1 Colloidal stability evaluation of PTX/Pt@RGD nanocapsules. Left: 

Changes in particle size of PTX/Pt@RGD incubated in PBS at 4 ℃ over 15 days. 

Right: Particle-size variation of PTX/Pt@RGD in cell culture medium (RPMI 1640 

containing 10% FBS) at 37 °C within 72 h. Data are presented as the mean ± SD 

(n=3). PBS, phosphate-buffered saline; SD, standard deviation. 
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